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Abstract

A phenomenological one-dimensional constitutive model, characterizing the complex and highly
nonlinear finite thermo-mechanical behavior of viscoelastic polymers, is developed in this investiga-
tion. This simple differential form model is based on a combination of linear and nonlinear springs
with dashpots, incorporating typical polymeric behavior such as shear thinning, thermal softening at
higher temperatures and nonlinear dependence on deformation and loading rate. Another model, of
integral form, namely the modified superposition principle (MSP), is also modified further and used
to show the advantage of the newly developed model over MSP. The material parameters for both
models are determined for Adiprene-L100, a polyurethane based rubber. The constants once deter-
mined are then utilized to predict the behavior under strain rate jump compression, multiple step
stress relaxation loading experiment and free end torsion experiments. The new constitutive model
shows very good agreement with the experimental data for Adiprene-L100 for the various finite load-
ing paths considered here and provides a flexible framework for a three-dimensional generalization.
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1. Introduction

Polymers are proven to have an enormous and intriguing range of desirable features.
This is basically due to the linking and arrangement of their smaller units or monomers.
The synthesis, arrangement and conformations of these monomeric units result in a class
of materials with a range of varied properties (Painter and Coleman, 1997). The many
attractive mechanical characteristics of polymers have made it desirable to choose these
materials over traditional materials for numerous types of applications such as binder-
constituent in explosives, load-bearing components, jet engines modules, etc. As the uses
of polymers increase, a thorough understanding of the mechanical behavior of these mate-
rials becomes vital in order to perform innovative and economical designs of various
components.

Considerable progress has been made in developing mathematical models for the small
strain regime under a specific narrow spectrum of strain rates and temperatures (see the
monographs by Lockett, 1972; Christensen, 1982). Much less progress has been made
for multiaxial finite deformation behavior under a wide range of strain rates and temper-
atures from a continuum point of view. Continuum approach ignores the molecular nature
of matter and treats it in terms of laws of elasticity for solids and laws of fluid dynamics
and viscous flow for liquids (Ogden, 1997). Polymers, however, have more complicated
properties as they display both elastic and viscous type response at different strain rates
and temperatures. Some literature though can be found for modeling large deformations
in polymers like Haupt et al. (2000); Ehlers and Markert (2003). Haupt et al. (2000) have
proposed a model for finite viscoelasticity. The model is based on a multiplicative split of
the deformation gradient into a thermal and mechanical part. However, they did not apply
to experimental observations, and thus validity of their model is not proven. Reese (2003)
has also developed a material model for the thermo-viscoelastic behavior of rubber-like
polymers. It is based on transient network theory. In the case of micromechanics based
modeling, a high degree of refinement has been reached to model finite deformation of
polymers. However, these micromechanics based models are extremely difficult to use
and rely on assumptions that have been questioned (e.g., Argon et al., 1995). Some of
these micromechanical models can be found in the literature (Boyce et al., 1988; Bergstrom
and Boyce, 1998; Reese, 2003; Drozdov and Dorfmann, 2003; Makradi et al., 2005). There
are also other studies that deal with polymer modeling based on over stress (Krempl and
Khan, 2003; Colak, 2005). Some readers may find a paper by Liu et al. (2006) interesting,
which is based on modeling of shape-memory polymers.

The main objective of this paper is to develop a simple and flexible phenomenological
constitutive model to characterize the observed time and temperature dependent mechan-
ical response of soft polymers under finite deformation. The developed model is shown to
predict the observed behavior of Adiprene-1.100, a polyether urethane-based rubber,
under various one-dimensional, time as well as temperature dependent loading experi-
ments. Extensive uniaxial experimental data with the experimental details for this polymer
can be found in Lopez-Pamies and Khan (2002). In that study, the dimensions of the uni-
axial specimens were 1.00 in. (25.4 mm) in length and 0.80 in. (20.5 mm) in diameter. Hol-
low tubular specimens were used to perform the free end torsion experiments. The inner
diameter of the specimens was approximately 0.55 in. (13.97 mm) and the outer diameter
was 0.675in. (17.145 mm). The length of the specimen was approximately 0.85 in.
(21.59 mm). All the quasi-static experiments were performed under displacement/angle
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control mode on a MTS axial/torsional servo-hydraulic 810 system. Dynamic experiment
was performed using the conventional compression split-Hopkinson pressure bar appara-
tus. The specimen for the dynamic experiment was solid disk of Adiprene-L100 of 0.42 in.
(10.67 mm) diameter and 0.13 in. (3.30 mm) thickness. The detailed description of the
dynamic setup and SHPB technique can be found in previous papers (Liang and Khan,
1999; Khan and Zhang, 2001).

Previous studies (Lopez-Pamies and Khan, 2002; Gray et al., 1997) have confirmed that
the material response of Adiprene- L100 is almost totally viscoelastic, with very little
viscoplastic deformation. As a result, only viscoelastic modeling is considered in this

paper.
2. Classical linear theory of viscoelasticity

Substantial development has been attained in modeling the small strain regime behavior
of polymeric materials. The well-known classical linear theory of viscoelasticity (Fligge,
1967; Christensen, 1982) describes fairly well the characteristic behavior of polymers such
as creep, relaxation, and loading-rate dependence in a qualitative manner. However, the
quantitative description by using this linear viscoelasticity is generally limited to very nar-
row loading-rate and temperature regimes.

The classical linear theory of viscoelasticity can basically be presented by two major
forms: hereditary integrals or differential forms. Even though the differential constitutive
forms are not as general (Lockett, 1972) as the hereditary integral representations, they are
more commonly used. This fact is mostly due to the more appealing usage of parameters
such as stress/strain and stress/strain rates, as opposed to relaxation and creep kernels.
Furthermore, the differential forms can be directly related to the intuitive spring and dash-
pot diagrams. It is recalled here that a linear spring constitutive equation is of the form
os = Eeg, where o and ¢ are the stress and the strain in the spring, respectively. E is the
constant modulus of the spring and implies a linear elastic stress—strain relationship. Sim-
ilarly, a linear dashpot constitutive equation is of the form a4 = néy, where o4 and & are
the stress and strain rate in the dashpot, respectively. # is the constant viscosity and implies
a Newtonian viscous effect.

Since the origin of the infinitesimal viscoelastic theory, numerous modifications have
been introduced to improve on predictions of real material behavior from different com-
binations of springs and dashpots (Lubarda et al., 2003; Bardenhagen et al., 1997). We
consider now a popular combination of springs and dashpot, the so-called standard solid
model, shown by Fig. 1 and composed of a Maxwell element (linear spring and dashpot in
series) with a linear spring in parallel. The stress in the standard solid is the sum of the

E,

Fig. 1. Three-element standard solid model.
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stresses in the Maxwell element and the linear spring. The governing equation for the sys-
tem can be readily derived as
do de

EilE+a:Eil(E1+E2)a+Ezg. (1)
Here 5, E;, and E, are material constants; ¢ and ¢ are the stress and strain, respectively.
Note the structure of the constitutive equation (1). Only the current strain and stress,
and current strain and stress rates are the arguments of the system. It can be shown that
the standard solid model captures qualitatively the trends of general material behavior such
as creep, stress-relaxation, and loading-rate sensitivity, even for large strains. This point will
be elaborated further and utilized later to develop a new constitutive model. Eq. (1) is just a
particular equation for the specific case of the standard solid model. More generally, any
linear viscoelastic differential model can be expressed as follows (Christensen, 1982):

0 on 0 0?
Po*Pl&*PzﬁJr"' o(t) = ‘10+‘11&+‘I2@+"' &(t), (2)

where p; and ¢; are material constants. The differential form of Eq. (2) solely involves cur-
rent strain, stress, strain rates, stress rates and higher derivatives. These arguments, as al-
ready discussed, have a clear physical insight. In addition, the material parameters in Eq.
(2) can be readily determined from simple experiments.

Some important observations should be made regarding Eq. (2). Firstly, the time
dependent component of stress relaxation processes is described by a summation of expo-
nential terms, namely

o(t) =co+ Cle T Cae T Ao e, (3)

where ¢; are constants and t; are relaxation times (i =1, .. .,n). It has been noted that the
time dependent component of the stress relaxation of polymers, say g(), very often follows
a simple power law-type behavior g(z) =" (Lockett, 1972). In order for Eq. (3) to ade-
quately approximate this feature, many exponential terms may be required. In essence, lin-
ear viscoelastic differential constitutive relations necessitate a large number of material
parameters to approximate actual transient stress relaxation responses. Also, the power
law behavior of creep and relaxation can be represented using the concept of fractional
derivatives as shown by Lion (2001) and Lion and Kardelky (2004). Furthermore, poly-
mers do not exhibit constant viscosity as assumed by the linear dashpot constitutive rela-
tion o4 = néy. Instead, they exhibit shear thinning (or more rarely, shear thickening). As
the name suggests, shear thinning implies that the viscosity decreases with increasing strain
rate. This phenomenon has been attributed to the variation of the rate of polymer chain
“disentanglement’ with increasing strain rate (Painter and Coleman, 1997). Also, under
different temperature conditions they are also known to exhibit totally different responses.
At low temperatures they behave in a brittle elastic manner; at high temperatures, much
above the glass transition the behavior is more ‘rubbery’ (viscoelastic). There is a huge
drop in modulus when the temperature is increased above the glass transition temperature,
indicating a shift in behavior from ‘glassy’ to ‘rubbery’ (Bardenhagen et al., 1997). Because
of these peculiar mechanical properties of polymeric materials, the linear theory of visco-
elasticity is unable to model closely the observed response and thus there is a need for a
non-linear theory of viscoelasticity.
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3. Nonlinear viscoelasticity

Many nonlinear theories of viscoelasticity have been proposed (Lockett, 1972; Chris-
tensen, 1982). Most of them follow a similar pattern. Analogous to the linear case,
they are based on the axiom that the stress in a viscoelastic material depends on the
entire deformation history; or alternatively, the strain in a viscoelastic material depends
on the entire stress history. The stress—strain constitutive models can be put in the
three major groups: the multiple integral, the single integral, and the differential rela-
tions. Some of these relations have a physical foundation whereas others are purely
empirical.

The most general multiple integral constitutive relation for a nonlinear viscoelastic
material is given by the Green—Rivlin theory (Green and Rivlin, 1957). This constitutive
relation was developed around the dependence of the current stress (strain) state on the
entire history of the deformation (stress), with the assumption of material isotropy. Under
these hypothesis and further mathematical constraints, Green and Rivlin developed a con-
stitutive law based on an expansion of multiple integrals with multivariable relaxation
functions as kernels. A convenient form is (Lockett, 1972):

E(t):/ﬁ [l'(f’l'T1+¢2'M1]dfl+//[l'¢3'T1'T2+l'¢4'T12

+¢5'T1'%fﬁs'%'%}d‘fz-i-///[l'(brT123+l'¢s'T1'T23

by Ty To Myt g Tias M+ 6y T1- Mo My
b My My M) drs - O

where

dr, = dr; d1, drsz ... d7y,
%_ = E(Tx)a T,=tr (Mz)a (5)
Txy =tr (MﬁMy)a Txyz =1tr (MZMVMZ)

For hereditary materials the material functions, or stress relaxation functions, ¢; and
¢, are functions of 1 — t1; ¢3, . . ., g are functions of ¢ — 7 |, — 15; P7,. .., P> are functions
of t — 71,t — 15, and ¢ — 73. The polynomial expression in Eq. (4) may be continued to
higher orders where the applicability becomes totally unpractical. Eq. (4) is one form of
the Green—Rivlin Theory. The explicit expression in Eq. (4) involves many material func-
tions and it has been shown that the determination of such functions is nearly impossible
as it requires unrealistic numbers of experiments (of the order of hundreds). In synthesis,
the multiple integral constitutive relations introduced by the Green—Rivlin Theory are
based on very reasonable constraints. The behavior is assumed isotropic as well as the
mathematical assumptions involved with the development of the theory are not restrictive.
These reasonable constraints introduce a high complexity in the model. The material func-
tions involve in Eq. (4) depend on several integration variables. Also, the experimental
determination of these multivariable material functions requires an impractical number
of tests. The complexity of this model and the large amount of experimental data required
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for the determination of the material parameters resulted in a very limited use. Despite this
fact, the Green—Rivlin theory provides an idealistic nonlinear viscoelastic theory from
which other models can be derived and compared.

Significant efforts have been made to reach more applicable models for nonlinear vis-
coclastic materials than the Green—Rivlin theory (McGuirt and Lianis, 1970; Findley,
1968; Pipkin and Rogers, 1968). Smart and Williams (1972) have compared three single
integral models which are much easier to implement. A number of physical and semi-
empirical single integral constitutive relations have also been proposed (Caruthers et al.,
2004). These models are also mathematically very complicated to use. Here, one of these
single integral models, the modified superposition principle (MSP), is presented and uti-
lized to model Adiprene-L100. The reason to consider this single integral form of consti-
tutive model in particular is based on its simplicity and foundation. More specifically, the
idea is to compare an existing semi-empirical stress—strain constitutive law to the phenom-
enological differential constitutive model developed in this study.

3.1. The modified superposition principle

The MSP was first introduced by Leaderman in the early 1940’s (Smart and Williams,
1972). After some experimental work on polymeric fibers, Leaderman concluded that the
strain behavior of the fibers under creep could be separated into time and stress dependent
parts (Ward and Sweeney, 2004), that is

e(t) = ko + h(a)D(1) (6)

with an associated convolution integral
t
h
6(1) = ko(1) + / D(t — 1) % dr, (7)
0

where ¢(¢) and o(¢) are the engineering strain and true stress, respectively; k is a material
constant, s(c) and D(f) represent the separation of the stress and time dependent parts of
the creep response. This was named the modified superposition principle by Lai and Find-
ley (1968). Note that the true stress a(¢), i.e., stress with respect to the deformed configu-
ration is being used in Eq. (7). Leaderman also considered formulations in terms of
engineering stress, i.e., the stress with respect to the undeformed configuration, as well
as some other nonlinear stress measures (see Lockett, 1972 for further details). The mod-
ified superposition principle can also be represented with the stress as a functional of strain
history. Since it is a nonlinear theory, there are no analytical inversion formulae as in lin-
ear viscoelasticity. The stress response of a nonlinear viscoelastic material under relaxa-
tion, in a manner similar to Eq. (6), could be separated into a time dependent, D(t),
and a strain dependent, /(e), part, such that

o(t) = ke + h(e)D(¢) (8)

with the corresponding convolution integral

dh(z(r))
T dT.

(1) = ke(t) + /0 tD(t —1) 9)

Eq. (9) represents the MSP-type constitutive relation utilized later to model the response
of Adiprene-L100.
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3.2. Approach to the development of the modified standard solid model ( MSSM )

A popular approach to model nonlinear finite viscoelastic behavior has been the use of
differential constitutive relations (Lubarda et al., 2003; Bardenhagen et al., 1997). Various
differential forms are based on spring and dashpots combinations, i.e., the foundations of
these models are on linear viscoelastic constitutive relations. The standard solid model,
Fig. 1, is one such type of model. The constitutive equation for this model has already been
shown by Eq. (1)

Bardenhagen et al. (1997) have also considered Eq. (1) as a starting point to model finite
deformation of polymers. However, their work was primarily focused on the generaliza-
tion to three-dimensional case of both viscoelastic and viscoplastic deformation regimes.

In order to acquire more insight into the behavior of the standard solid model, it is
important to consider numerical simulations for constant strain rate loading and stress
relaxation processes, as well as the corresponding analytical solutions to these loadings.
The analytical solution for constant strain rate loading (i.e., ¢ = &) is readily determined
from Eq. (1) yielding

0 = Exe + nig — nige "1, (10)

Note that the initial modulus for any given constant strain rate loading is simply the sum
of the moduli of the two linear springs in the model. The asymptotic behavior for suffi-
ciently large strains is linear, g(co) = E,¢ + né. Fig. 2(a) depicts the strain rate sensitivity
of the standard solid model (see also Bardenhagen et al., 1997). From this figure as well as
from Eq. (10) it is clearly concluded that the standard solid model under constant strain
rate and finite deformation presents a bilinear behavior, that is, linear effective modulus
and linear asymptotic strain rate hardening. This is a good initial approximation to the
observed behavior of typical polymeric materials under such a loading. Similarly, the ana-
lytical solution for single-step stress relaxation processes (i.e., ¢ = goH(¢); where H(f) is the
Heaviside function) readily follows from Eq. (1)

G(l) :Ez&‘o +E1806_El[/". (11)

Fig. 2(b) shows the schematic of stress-relaxation exhibited by using the standard solid
model. Again, the trends of typical polymeric behavior are well captured by this simple
model making it a good starting point for the development of an advanced model. How-
ever, in order to adapt and exploit the differential form of the standard solid model to
characterize finite nonlinear deformation of real polymers, various changes with regards
to the definitions of stress, stress rate, strain and strain rate need to be introduced for finite
deformation. The engineering strain ¢ needs to be replaced by adequate and objective mea-
sure for the finite deformation regime. The selected parameter chosen for strain should be
based on the deformed configuration. There exist several choices for deformation mea-
sures, i.e., true strain &g, = In(¥), where V is the left Cauchy tensor, the Lagrangean
Almansi—Hemel strain (E), the Eulerian Almansi—-Hemel (¢) strain, etc. For this study, true
strain was selected as the most appropriate unit for the strain measure. Also, the true or
Cauchy stress is being utilized as the measure of the response of the material under finite
deformation.

In the determination of the constitutive equation for the modified standard solid model
(MSSM), various springs and dashpots were utilized. Fig. 3 depicts the arrangement used
for this study. It basically represents a Maxwell element connected in parallel with a
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Fig. 2. (a) Strain rate sensitivity of the standard solid model. (b) Relaxation response of the standard solid model.
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Fig. 3. Rheological schematic of the modified standard solid model.

Kelvin solid (except E, is not a linear spring). The spring E| is considered to be a material
constant dependent only on operating temperature, whereas the other spring, E,, is
assumed to be a nonlinear spring dependent on the level of deformation as well as temper-
ature as a significant change in the modulus with temperature has been observed. The
equation for viscosity used for the two dashpots in the study was not taken to be a con-
stant quantity, rather it was considered to be a function of strain rate and temperature.
This is consistent with the term used by other researchers on polymers, as viscosity has
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been known to depend on both, rate of loading as well as the temperature of the material.
The original form of the viscosity term, which has been modified here, was taken
from Bird et al. (1977). Similar equations have been used by Khan et al. (2004) and
Bardenhagen et al. (1997) previously. The modification was performed to predict the
actual viscosity in the material for a specific strain rate as well as the operating tempera-
ture of the polymer during the experiment. The modified viscosity function #, is given in
the following form:

) — Tr_Tv‘ m
16,1 = o+ — e (T2 (12)
(1 + (alél)” - (&) )

where 7 is the viscosity at zero strain-rate and 7, is the asymptotic viscosity at ¢ = oco. &1s
the strain rate (s~') experienced by each dashpot (note that the strain rates in the two
dashpots are not the same). The material parameters a, d and b serve to adjust the decay
of shear thinning under increasing strain rate. The denominator is, however, never allowed
to become negative. It is noted that the viscosity at zero strain-rate, potentially introduces
physical insight into the constitutive model through the molecular weight of the polymer
(Painter and Coleman, 1997). The material parameter, m, adjusts the response of viscosity
of the polymer with different temperatures. Here, Ty is the Vogel-Fulcher temperature
term, taken from the well-known Vogel-Fulcher-Tammann Law, which relates viscosity
as a function of temperature. Ty is usually taken 50 K below the experimental glass tran-
sition temperature (~7, — 50 K) for polymers (Rault, 2000). Ty is the glass transition tem-
perature. T is the reference temperature or the room temperature in the present study. 7 is
the temperature at which the experiment is performed. In case of Adiprene-L100 the glass
transition temperature is 211 K (—80 °F). Overall, the temperature term used here is taken
from the Khan—-Huang-Liang equation (Khan et al., 2004), which has been successfully
used to predict the viscoplastic response of metal and alloys.

The behavior of the two springs E, and E,, for the standard solid model during stress
relaxation, present a dependency on the strain, not on strain rate. Hence, it seems that the
spring components of the modified standard solid model are composed of two distinct
modes, the loading and the relaxation mode. Based on this idea, the springs E; and E,
in the modified standard solid model are redefined in the following form:

E1:c1(1+Tf_T)7 (13)

T.— T
EZCWWQ+ ) (14)

Here, c;, ¢», and n, are material parameters and |¢| is the true stain of the material. 7, Ty
and T are the room, the melting or decomposition (~473 K) and the operating tempera-
tures, respectively. Note that higher refinement on the dependence on the strain could be
obtained by splitting £ in the same manner as E,. It should also be emphasized that many
other forms of nonlinearities, i.e., rubber elasticity, might be implemented instead of the
simple power law utilized in Eq. (14). However, this would lead to a more complex model
and correspondingly more number of material parameters.
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Fig. 3 shows the “rheological” schematic of the modified standard solid model incorpo-
rating the new concepts discussed above. The constitutive equation of the developed con-
stitutive model, for room temperature, may finally be expressed as

Dot o=crit+ LoD 1 oot oony + 1)emi. (15)

m m m

In summary, the one-dimensional constitutive relation given by Eq. (15) characterizes
the observed viscoelastic behavior of typical polymeric materials under finite deformation.
The functional expressions, #; and 7,, are dependent on strain rate and temperature; they
decrease with increasing strain rate (shear thinning) and temperature (see Eq. (12)). Non-
linearity characteristics of the stress relaxation process is incorporated via a nonlinear
spring, this is represented by E,. Moreover, the constitutive equation (15) represents a flex-
ible framework for future generalizations to three-dimensional modeling.

The stress response of the polymer for constant loading (constant strain rate) experi-
ments was determined by solving the governing differential equation. This solution of
the differential equation for constant loading is given by the equation below:

o= (1 + 1)e(1 — e 1) 4 cpel L, (16)

Also, based on the differential equation shown in (15), the stress drop during the room
temperature relaxation is found out by substituting the strain rate equal to zero (¢ = 0).
The stress in this case can be written as:

o= Czﬁgnfrl) + (0'0 — 028(()”2+1)>3761[/m . (17)

In this case the viscosity term given by Eq. (12) reduces to 5(¢, T) = 5, for experiments
at reference temperature.

4. Results and discussion
4.1. Application of the modified form of MSP to Adiprene-L100

Fig. 4 shows the relaxation response of Adiprene-L100 at different levels of strain. The
corresponding true stress versus time plot can be seen in Fig. 5. The bilinear behavior in
the Ln—Ln space (see Fig. 6) exhibited by Adiprene-L100 during relaxation can be ade-
quately captured in the stress—time space by the following expression

O'(t) = kls"‘ + kz[r28, (18)

where ki, ry, k>, and r, are material parameters. Note that Eq. (18) does not perfectly fit
the original MSP form given by Eq. (8); instead of having a first term linear in the strain,
the actual behavior of the polymer has a power law. The incorporation of this new feature
results into a more general, more flexible and more nonlinear constitutive relation. In es-
sence, by assuming the stress—time relationship given by Eq. (18), the MSP constitutive
equation reduces to

() = ke (¢) + / ot — 1) d‘;(f) dr. (19)

0 T

The material parameters kq, r;, k», and r, for Adiprene-L100 were determined from the
stress relaxation versus time data shown in Fig. 5. Table 1 shows the values of these
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Table 1

Material constants for Adiprene-L100 using MSP

ky 272.31 psi

k> 814.29 psi/s 4
r 0.365

I —0.045

parameters. Fig. 7 shows the experimental data along with the corresponding correlations
from the modified form of MSP for all the stress relaxation experiments performed on
Adiprene-L100. It is clear that the modified MSP constitutive model correlates very well
with the stress relaxation response of Adiprene-L100 for small deformations; it is incapa-
ble to model the relaxation response at large deformations.

Fig. 8 shows the experimental true (Cauchy) stress versus true strain for constant strain
rate loading on Adiprene-L100 at engineering strain rates (or stretch rates) of
& (1) = 107°, 107*, 1072, 10°, and 5000 s~! along with the predictions from the MSP
relation. It is clear from Fig. 8 that the MSP constitutive relation provides reasonable pre-
dictions for quasi-static strain rate deformations. However, it is unable to predict the
actual behavior of the polymer Adiprene-L100 for deformations under dynamic strain rate
regime.

During these experiments the engineering strain rate or stretch rate was held constant.
Since, the true strain rate changes with deformation in the specimen, in model predictions
as well as the viscosity functions it has been considered piecewise-constant for each 10% of
deformation. The values of true strain rate at the two ends of each piecewise-constant
intervals is averaged and used for that period.
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An observation should be made before continuing with the approach and application of
the differential model. In the preceding study of the modified form of MSP, the material
constants were determined from stress relaxation data. During a stress relaxation experi-
ment no changes in strain occur with time. On the other hand, during a constant strain or
stress rate loading the strain does change with time and the rate of change of strain
depends on the rate of loading. It could be argued that there are significant effects that
are caused by changes of strain with time. Given that these effects do not arise during a
stress relaxation response, models that use material parameters determined from this kind
of experiments might overlook certain features of the material. When applicable, a possi-
ble improvement might be reached by using creep data, instead of stress relaxation data, to
determine the material parameters of these models as shown by other researchers (Smart
and Williams, 1972).

4.2. Application of the modified standard solid model to Adiprene-LI100

The stress relaxation data (Fig. 5) were used to calculate different material parameters
involved in Eq. (17) such as ¢y, ¢, 1, and #o. 6 is the initial stress level at which the relax-
ation begins. Also, ¢y represents the fixed strain at which the relaxation is performed. Least
square optimization techniques were used to get these material parameters. Using Egs.
(13) and (14), with the temperature term as unity at room temperature the linear and
non-linear spring constants were found out to be

E, = 1143 psi (20)

E>(e) = 630]¢| " psi. (21)
The viscosity function for the first dashpot at zero strain rate was found to be
11(0) = n¢oy1 = 155,263 psis.

The model correlations obtained for the modified standard solid model along with the
experimental data during relaxation are shown in Fig. 9. Note that the asymptotic behav-
ior of the model presents a good correlation with the experimental data. The model cap-
tures even the transient part of the stress relaxation well. Although the results observed are
quite close to observations still some scope for improvement is possible. In order to cap-
ture more accurately the relaxation response of Adiprene-L100 with the modified standard
solid model, the addition of more relaxation times would be required. This could be
accomplished by the addition of more Maxwell elements.

The remaining material parameters were determined from uniaxial compression exper-
iments under quasi-static and dynamic loadings at constant strain rates. However, due to
the nonlinearity introduced by Eq. (21), there is not a closed form solution for the constant
strain rate deformation of the modified standard solid model. This, in turn, implies the
impossibility of determining the material parameters 7., 70, @, d and b analytically.
Numerical methods need to be employed in order to obtain these material constants.
The approach followed in this study was to apply a least square-fit type method to the
experimental data on Adiprene-L100 under uniaxial compression at engineering strain rate
(stretch rate) loadings of be(A) =107, 107*, 1072, 10 and 5000 s~!. The results yielded
the following material constants for the two dashpots. Note that the equation is valid
for room temperature experiments only and since the reference temperature for modeling
is taken as room temperature, the temperature term in the viscosity equation becomes
unity
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The strain rate in dashpot 1 (&4;) was determined iteratively by finding the stress in that
particular arm (since the strain rate in that dashpot is the difference of the total strain rate
(&) minus the strain rate experienced by the spring E;). This strain rate was then utilized to
find the new set of constants for the dashpot with the corrected strain rate. The strain rate
in the spring, E;, for the quasi-static experimental results was found to be almost negligi-
ble. However, for dynamic experiment it was found to be comparable to the strain rate in
the dashpot. Fig. 10 shows the experimental true (Cauchy) stress versus true strain for the
engineering strain rate (stretch rate) loading on Adiprene-L100 at strain rates of
&(A) =107, 107*, 1072, 10" and 5000 s~' along with the correlations from the modified
standard solid model. The behavior exhibited by the model is in reasonable agreement
with the observed response for all quasi-static, as well as for the dynamic strain rate exper-
iments. This implies that the dependency on the strain rate extracted from the quasi-static
and dynamic strain rate loading experiments, i.e., the modified term, #, remains true in all
the regimes.
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As mentioned before, the viscosity terms as well as the spring moduli were modified to
include the effect of temperature on the response of the polymer (Egs. (12)—(14)). This
modification enabled modeling of the thermo-mechanical response of the polymer for
large strains. While modeling the response of the polymer with different operating temper-
atures, the constants achieved during room temperature experiment correlations were kept
constant at all times. The temperature sensitivity parameters, m, of the viscosity equations
in both the dashpots were allowed to adjust themselves so as to produce good agreement
with the experimental data. This was performed using a curve fitting scheme and least
square optimization. The temperature response of the polymer along with the model cor-
relations can be found in Fig. 11. The model was able to correlate well with the observed
response even for the experiment performed above the glass transition temperature. The
added temperature terms in the calculation of viscosity in the dashpots as well as the linear
and nonlinear springs were able to capture the response reasonably well. All material con-
stants for the newly developed viscoelastic model are shown in Table 2.

In order to further validate the capability of the modified standard solid model in pro-
ducing good agreement of the observed response, predictions were performed on a com-
pressive strain rate jump experiment on Adiprene-L100. In this experiment at room
temperature, the engineering strain rate (stretch rate) loading of é(1) = 10*s™! was
maintained constant up to a strain level of ¢ = 24%, followed by a jump in the strain rate
(stretch rate) to &(4) = 1072 s~! and then maintained constant to a strain level of & = 45%.
Constants determined utilizing the prior experiments were not changed to predict the
response of the material under the given conditions. Fig. 12 illustrates the observed true
(Cauchy) stress versus true strain response for the jump experiment along with the model
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Table 2

Material constants for Adiprene-L100 using MSSM

C1 (&) np N(inf)1 Neoy1 a d, by m
1143 psi 630 psi —0.385 3.42 psis 155,263 psi s 3790 2 0.414 1.84
N(inf)2 1(0)2 a dy by ny
10.73 psi s 151,160 psi s 1411 2 0.907 5.48

predictions. The agreement between the two was found to be reasonably good. Further
validation of the capability of the differential model was carried out for a multiple step
stress relaxation experiment, which was performed at room temperature. Here again,
the constants determined using the earlier set of experiments were not changed to predict
the response of the material under constant rate of loading or during relaxation periods.
Fig. 13 shows the experimental stress—strain relationship for a constant engineering strain
rate(stretch rate) loading of ée(i) =10" 5! with multiple step 2 h stress relaxation pro-
cesses around ¢ = 15%, 30%, 45% and 60% strain levels along with the corresponding pre-
dictions from the modified standard solid model. Again, the agreement between the
experimental observations and the predictions from the model are very good.

Free end pure torsion experiments were performed on the Adiprene-L100 samples at
different shear strain rates (see Fig. 14). The axial force was kept zero during the length
of the experiment. The shear stress and strain values were calculated from the experimen-
tal data. The new modified viscoelastic model was used to calculate the effective von-Mises
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equivalent stress and strain at the given shear strain rates and compared with the experi-
mental observations. In these predictions from the model, the constants were not changed
from the ones determined during the room temperature compression experiments. The
model predictions are close to the observed response. The use of von-Mises equivalent
stress is an assumption which needs to be investigated later.

5. Conclusions

The compressive uniaxial behavior of the polymer Adiprene-L100 was modeled for
quasi-static and dynamic operating conditions, as well as, the stress relaxation experiments
using a modified form of MSP and a modified standard solid model developed in this
study. Modified standard solid model was also used to capture the response of Adi-
prene-L100 at different temperatures under quasi-static loadings. The correlations
obtained for the modified standard solid model were much better than those by the mod-
ified MSP especially in the dynamic strain rate regime and/or at finite deformations. For
the stress drop during relaxation periods, the two models were found to be quite compa-
rable for lower strain levels, but at large deformations the new model had much better
results. Modeling of experimental observations at a specific strain rate for different temper-
atures was also performed on the polymer by employing springs with temperature depen-
dent constants and dashpots with viscosity term to incorporate temperature effects. The
new model correlations were in fairly good agreement with the experimental observations.
Predictions, using the model constants determined from the uniaxial compression experi-
ments, were performed on a compressive strain rate jump experiment, on compressive
multiple relaxation experiment and also on free end pure torsion experiments. These pre-
dictions, in each case, were very close to the experimental observations. Thus, the model
was able to predict the response of the polymeric material very well for quasi-static
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experiments at room as well as above and below the glass transition temperature regimes,
over a wide range of strain rates, and single and multiple stress relaxation experiments.

This modified viscoelastic new model has a foundation on the infinitesimal linear theory
(standard solid model) with a semi-empirical modification based on experimental observa-
tions. This implies that the various parameters used in the model have a clear physical
insight. In synthesis, the new model developed in this work presents a simple and flexible
framework to model nonlinear viscoelastic systems under finite deformation over a wide
range of strain rates and temperatures. This model can also be a basis for later generaliza-
tions to three-dimensional cases.
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